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Abstract: Architectural heritage is deeply threatened by extreme weather events due to ongoing
climatic change. Since these phenomena are becoming more and more serious, their effects cannot
be neglected when a reliable assessment of a historic masonry structure is required. In this paper,
the phenomenon of rising damp was studied, focusing on the influence of water on the unit
weight of masonry walls made from fired clay bricks and lime mortar. This study consists of a basic
experimental research on the variations in the unit weight of masonry undergoing an ageing treatment,
which was simulated through some cycles of capillary water absorption and temperature changes.
The experimental study proves that penetrating damp causes an increase in masonry unit weight
of more than 20%. This basic result is significant in the structural assessment of historic masonry
buildings. Subsequent papers will analyze the interaction with strengths parameters.
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1. Introduction

Architectural heritage has always suffered damage, which is the result of the decay of the masonry
materials that occurs over time. Restorers and other professional figures involved in its conservation
can slow down this process, but natural hazards are more and more serious and their effects cannot
be ignored.

Nowadays, the awareness that architectural heritage is deeply threatened by climate change is
becoming ever more apparent [1–3]. Changes in average climatic conditions occurring over a long
period of time, result in an increased frequency and intensity of extreme weather events, such as
the rise in environmental temperature, relative humidity, and freeze-thaw cycles. These phenomena
directly affect the physical, chemical, and biological mechanisms, which can cause the deterioration
of construction materials and therefore of the cultural assets themselves. Measuring the effects of
these phenomena is a necessary condition for the analysis of the heritage assets, and will allow us to
undertake a reliable assessment of the risks facing such assets and decide on an appropriate course of
action for their protection.

Water is one of the most serious causes of damage to masonry architectural heritage [4–6]. It is
the main actor in hazards, which lead both to sudden and slow disasters, such as floods on the one
hand, and precipitations and water intrusion on the other [7]. With an increased strain on resources for
conservation and protection, these natural events represent a major threat to architectural heritage.
Heavy rain falls and flooding recently struck many parts of Europe, causing heavy damages and the
collapse of important heritage structures. The city walls of Amelia [8], Italy, Cockermouth Castle,
UK [9,10], and the fortress of Magliano (Figure 1) [11], also in Italy, are examples of heritage masonry
structures recently collapsed or damaged due to water-related issues.
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Figure 1. Example of the effect of heavy and extended rainfalls: the city wall of the fortress of 
Magliano, Italy, suddenly collapsed in 2012: (a) before the collapse; (b) after. 

If water penetrates from the ground, the rising damp phenomenon occurs. It can affect any 
building element which is close to the ground, such as the wall structures. Figure 2 shows two 
representative examples in Rome. The first relates to one of the aulae of the former Bath of Diocletian, 
now a National Museum, while the second relates to one of the lateral chapels of the San Pietro in 
Vincoli church.  
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Figure 1. Example of the effect of heavy and extended rainfalls: the city wall of the fortress of Magliano,
Italy, suddenly collapsed in 2012: (a) before the collapse; (b) after.

If water penetrates from the ground, the rising damp phenomenon occurs. It can affect any
building element which is close to the ground, such as the wall structures. Figure 2 shows two
representative examples in Rome. The first relates to one of the aulae of the former Bath of Diocletian,
now a National Museum, while the second relates to one of the lateral chapels of the San Pietro in
Vincoli church.
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Figure 2. (a) Diocletian Bath, Rome; (b) San Pietro in Vincoli church, Rome, Italy. 

The deterioration due to rising damp can be initiated by different factors linked to both the 
physical properties of the building’s materials, such as porosity, and to errors in design, such as the 
lack of a water-proof system for the protection of the wall basement. 

Rising damp triggers physical, chemical, and biological processes of alteration and deterioration, 
very often concurrently [12]. Visible signs (such as color change), environmental discomfort, and 
worsening of performances are some of the effects of these processes. The latter consists of several 
factors, including those concerning mechanical behavior. From this point of view, several authors 
have studied the problem, focusing mainly on the degradation in terms of ultimate strength and 
stiffness. In 1972, Stang et al. [13] carried out an extensive experimental campaign of tests on masonry 
walls made of fired clay bricks and lime mortar, and proved that water reduces the compressive 
strength of bricks, mortar, and masonry as a whole. Franzoni et al. [14] used masonry triplets made 
of fired clay bricks and cement mortar, and proved that water can cause a decrease in compressive 
and shear strength, as well as a non-relevant change in stiffness. Amde et al. [15] obtained similar 
results. They performed experiments on masonry specimens made of bricks and cement-lime mortar, 
and proved that the ratio between the compressive strength measured in wet and dry specimens is 
0.81, while the ratio between the corresponding elastic moduli is 0.88. Graubohm and Brameshuber 
[16] studied the problem, also considering the effect of freeze-thaw cycles, concluding that the 
mechanical properties of the masonry are not significantly affected. 

Knowing how these parameters change in a damaged building element compared to a healthy 
building, allows one to conduct a more reliable structural analysis; this is important to understand 
their behavior and prevent their ruin. Although these parameters are significant, they are not 
sufficient to define the mechanical behavior of the wall completely. In fact, in the simplest situations, 
one also needs to know, at the very least, the unit weight. 

This study consists of a basic experimental research, which aims to investigate how the unit 
weight of masonry varies when it is affected by rising damp. This was done using a set of masonry 
specimens, which underwent an ageing treatment in the laboratory in order to simulate being 
exposed to severe environmental conditions. 

Unit weight or weight density is defined as the ratio between the weight and the unit volume 
(usually, measured in kg/m3). In the field of material science, two definitions of density are provided. 
Real density is the ratio between the weight of the solid particles and their volume. Apparent density 
is the ratio between the weight and the volume, also including internal voids. 

Masonry can be considered a composite material with a heterogeneous and hierarchical 
structure, because it is an assemblage of units (such as bricks or stones) and mortar which, in turn, is 
a mixture of a binder and an aggregate. As a result of this structure, defining the density of the 
masonry is a difficult task, since it is influenced not only by the intrinsic physical properties of the 
constituent materials, but also by workmanship, method of construction, wall arrangement and 
deterioration. In a wall affected by rising damp, the voids are filled with water, which contributes to 
the increased weight of the masonry itself. As a consequence, the apparent density and the weight 

Figure 2. (a) Diocletian Bath, Rome; (b) San Pietro in Vincoli church, Rome, Italy.

The deterioration due to rising damp can be initiated by different factors linked to both the
physical properties of the building’s materials, such as porosity, and to errors in design, such as the
lack of a water-proof system for the protection of the wall basement.

Rising damp triggers physical, chemical, and biological processes of alteration and deterioration,
very often concurrently [12]. Visible signs (such as color change), environmental discomfort,
and worsening of performances are some of the effects of these processes. The latter consists of
several factors, including those concerning mechanical behavior. From this point of view, several
authors have studied the problem, focusing mainly on the degradation in terms of ultimate strength and
stiffness. In 1972, Stang et al. [13] carried out an extensive experimental campaign of tests on masonry
walls made of fired clay bricks and lime mortar, and proved that water reduces the compressive
strength of bricks, mortar, and masonry as a whole. Franzoni et al. [14] used masonry triplets made
of fired clay bricks and cement mortar, and proved that water can cause a decrease in compressive
and shear strength, as well as a non-relevant change in stiffness. Amde et al. [15] obtained similar
results. They performed experiments on masonry specimens made of bricks and cement-lime mortar,
and proved that the ratio between the compressive strength measured in wet and dry specimens is 0.81,
while the ratio between the corresponding elastic moduli is 0.88. Graubohm and Brameshuber [16]
studied the problem, also considering the effect of freeze-thaw cycles, concluding that the mechanical
properties of the masonry are not significantly affected.

Knowing how these parameters change in a damaged building element compared to a healthy
building, allows one to conduct a more reliable structural analysis; this is important to understand
their behavior and prevent their ruin. Although these parameters are significant, they are not sufficient
to define the mechanical behavior of the wall completely. In fact, in the simplest situations, one also
needs to know, at the very least, the unit weight.

This study consists of a basic experimental research, which aims to investigate how the unit
weight of masonry varies when it is affected by rising damp. This was done using a set of masonry
specimens, which underwent an ageing treatment in the laboratory in order to simulate being exposed
to severe environmental conditions.

Unit weight or weight density is defined as the ratio between the weight and the unit volume
(usually, measured in kg/m3). In the field of material science, two definitions of density are provided.
Real density is the ratio between the weight of the solid particles and their volume. Apparent density
is the ratio between the weight and the volume, also including internal voids.

Masonry can be considered a composite material with a heterogeneous and hierarchical structure,
because it is an assemblage of units (such as bricks or stones) and mortar which, in turn, is a mixture of
a binder and an aggregate. As a result of this structure, defining the density of the masonry is a difficult
task, since it is influenced not only by the intrinsic physical properties of the constituent materials,
but also by workmanship, method of construction, wall arrangement and deterioration. In a wall
affected by rising damp, the voids are filled with water, which contributes to the increased weight of
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the masonry itself. As a consequence, the apparent density and the weight density increase. Moreover,
rising damp usually does not affect the whole wall, but only its lowest part. It is therefore appropriate
to divide the wall into different homogeneous parts, and to assign to them the corresponding value of
the weight density.

To simulate typical moisture conditions, Smith [17] proposed conjectural models, validated by data
collected by other scholars [18–22]. From a macroscopic point of view, it is possible to recognize at least
three sections in a wall affected by rising damp: the lowest, which is always characterized by a critical
level of water content, the uppermost, where the amount of water is not to be considered pathological,
and the intermediate, where the amount of water changes cyclically depending on the environmental
conditions. The latter is delimited by the lowest and highest water marks, that is, two borderlines
(MinBIh and MaxBIh), within which, the rising front ranges periodically. These borderlines identify
iso-humidity (IH) surfaces, so called because each point of masonry belonging to them has the same
content of water. Looking at the cross section of the wall, iso-humidity surfaces define, more or less,
a Gaussian curve, as shown in Figure 3.

Heritage 2020, 3 FOR PEER REVIEW  4 

 

density increase. Moreover, rising damp usually does not affect the whole wall, but only its lowest 
part. It is therefore appropriate to divide the wall into different homogeneous parts, and to assign to 
them the corresponding value of the weight density.  

To simulate typical moisture conditions, Smith [17] proposed conjectural models, validated by 
data collected by other scholars [18–22]. From a macroscopic point of view, it is possible to recognize 
at least three sections in a wall affected by rising damp: the lowest, which is always characterized by 
a critical level of water content, the uppermost, where the amount of water is not to be considered 
pathological, and the intermediate, where the amount of water changes cyclically depending on the 
environmental conditions. The latter is delimited by the lowest and highest water marks, that is, two 
borderlines (MinBIh and MaxBIh), within which, the rising front ranges periodically. These 
borderlines identify iso-humidity (IH) surfaces, so called because each point of masonry belonging 
to them has the same content of water. Looking at the cross section of the wall, iso-humidity surfaces 
define, more or less, a Gaussian curve, as shown in Figure 3.  

 

Figure 3. Typical situation of a masonry wall affected by rising damp. 

Water, which rises from the ground and enters the masonry via capillary action, spreads in a 
way that is closely linked both to the brick bonding pattern and to the thermo-hygrometric conditions 
to which the two sides of the wall are exposed. 

In a wall characterized by a homogeneous material and which has its sides exposed to the same 
environmental conditions, MinBIh and MaxBIh on both wall sides are approximately horizontal and 
have the same height from the ground. A schematic representation of this situation is shown in Figure 
3. 

In the past, several scholars proposed mathematical formulas to relate the height of the rising 
front to the other physical parameters that characterize the phenomenon [23–26]. The mechanism of 
moisture transport within a porous material is complex, thus, many parameters influence the height 
of the rising front. In actual conditions, a direct survey is the most reliable way to check the level of 
damage. It can be done by means of diagnostic instruments or through a sensitive experience, which 
is the simplest way. The lowest section of a wall affected by rising damp is easily recognizable thanks 
to the permanent change of color due to the wetting effect. In the intermediate section, the color 
changes cyclically, and efflorescences may be also found due to salts carried by the water being 
layered down before evaporating. 

2. Materials and Methods 

2.1. Preparing the Materials  

This study was carried out on small brickwork masonry specimens, made of a few units joined 
by mortar courses (bed joints). They were made in the laboratory, following traditional building 
techniques and using materials readily available in northern Latium, Italy. 

Figure 3. Typical situation of a masonry wall affected by rising damp.

Water, which rises from the ground and enters the masonry via capillary action, spreads in a way
that is closely linked both to the brick bonding pattern and to the thermo-hygrometric conditions to
which the two sides of the wall are exposed.

In a wall characterized by a homogeneous material and which has its sides exposed to the same
environmental conditions, MinBIh and MaxBIh on both wall sides are approximately horizontal and
have the same height from the ground. A schematic representation of this situation is shown in
Figure 3.

In the past, several scholars proposed mathematical formulas to relate the height of the rising
front to the other physical parameters that characterize the phenomenon [23–26]. The mechanism of
moisture transport within a porous material is complex, thus, many parameters influence the height
of the rising front. In actual conditions, a direct survey is the most reliable way to check the level of
damage. It can be done by means of diagnostic instruments or through a sensitive experience, which is
the simplest way. The lowest section of a wall affected by rising damp is easily recognizable thanks to
the permanent change of color due to the wetting effect. In the intermediate section, the color changes
cyclically, and efflorescences may be also found due to salts carried by the water being layered down
before evaporating.
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2. Materials and Methods

2.1. Preparing the Materials

This study was carried out on small brickwork masonry specimens, made of a few units joined
by mortar courses (bed joints). They were made in the laboratory, following traditional building
techniques and using materials readily available in northern Latium, Italy.

The units used for construction are fired clay bricks with nominal dimensions of 100 × 210 ×
20 mm. They were manufactured in a local kiln following a traditional process consisting of several
steps: hand-molding the pieces using wooden molds; natural drying; firing in a wood-fired oven
reaching a temperature of about 1000 ◦C, for 85 h, consecutively; natural cooling for five days.

A pozzolanic mortar was used for construction. This was prepared by mixing three parts of
aggregate and one of binder, according to a traditional method that already known by the Romans [27]
and widely reproduced in the following centuries [28]. The mix was prepared in the laboratory where
the environmental temperature was 24 ◦C and the relative humidity was 70%. Elements were mixed
through a trowel, until an adequate blend and consistency was obtained. The water/binding ratio by
volume was 1/4. The binder was a commercially available lime-putty, and its physical characteristics
are summarized in Table 1. They were determined according to the EN 459-1 standard [29] and
provided by the manufacturer. The aggregate consisted in a pozzolana came from a local quarry.
It was characterized through a sieving test, performed in accordance with the EN 933-1 [30] standard.
Test results are shown in Figure 4 and in Table 2.

The masonry specimens (Figure 5) reproduce a single-leaf wall with a stretching bonding pattern.
According to bibliographical sources [31,32], experimental work aimed to characterize wet masonry is
usually conducted on single-leaf masonry specimens with stacking or running bond patterns. In this
study, the second was preferred because it allowed us to take into account vertical mortar joints (head
joints). According to Massari [33], this is a significant feature because water rises with a different
velocity in bricks and mortar joints due to their different responses to water intrusion.

Table 1. Properties of the lime putty.

Apparent Density 1300 kg/m3

Type of lime CL 90 S-PL
Grain size min 98% lower than 0.1 mm

CaCO3 max 4%

CL 90 S-PL = Calcium lime with CaO + MgO content ≥ 90%, in the form of lime putty, in accordance. with 4.4 of EN
459-1:2010.
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Table 2. Cumulative passing fraction of pozzolana after the sieving test.

Sieve Size (mm) Poz1 Poz2 Poz3

<0.063 0.09 0.09 0.03
0.063 13.77 14.95 15.37
0.125 21.46 22.66 22.97
0.25 29.84 31.37 31.42
0.5 40.72 42.74 42.69
1 54.86 57.28 57.36
2 71.65 74.71 74.41

>2 100 100 100
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Figure 5. A brickwork masonry specimen.

Each masonry specimens had a nominal size of 100 × 210 × 155 mm. The ratio between the brick
and the mortar volumes in each masonry specimen was 6:1. The ratio between the brick and bed joint
thicknesses was 1.4. This value was rather low compared to that suggested by the “Rule of the Art” (i.e.,
technical expedients to respect the building and obtain the best structural performances), according to
which the thickness of bed joints should be as small as possible. However, the use of thick bed joints
was very common in Latium, especially during Roman times and the Middle Ages [34,35] (Figure 6).

Masonry specimens were constructed using the following process: several bricks were initially
cut in half using a hand-held disc cutter with a diamond blade. Bricks were subsequently soaked in
deionized water for a duration of about six hours, in order to prevent them from absorbing the water
from the mortar joints. Meanwhile, the lime mortar was prepared and specimens were assembled.
They were left outdoors for curing, for a duration of four months, sheltered from rain and wind,
in thermo-hygrometric conditions that allowed for the phenomenon of setting without the risk of
deterioration [Temperature (T) = 18–20 ◦C; Relative Humidity (HR) = 80%–95%].

In addition to masonry specimens, six brick specimens, measuring 20 × 20 × 20 mm, were cut out
from one brick, and three mortar specimens, 40 × 40 × 40 mm in dimensions, were made by pouring
the same mixture used for the construction of the masonry specimens into polymethylmethacrylate
(PMMA) molds. The complete set of the specimens is shown in Figure 7. The specimens are designated
by an alphanumeric code: two letters specified the type of material (Br = Brick, Mo = Mortar,
Ma = Masonry) while a number was used to identify each tested specimen.



Heritage 2020, 3 35

Heritage 2020, 3 FOR PEER REVIEW  6 

 

mortar joints (head joints). According to Massari [33], this is a significant feature because water rises 
with a different velocity in bricks and mortar joints due to their different responses to water intrusion.  

 
Figure 5. A brickwork masonry specimen. 

Each masonry specimens had a nominal size of 100 × 210 × 155 mm. The ratio between the brick 
and the mortar volumes in each masonry specimen was 6:1. The ratio between the brick and bed joint 
thicknesses was 1.4. This value was rather low compared to that suggested by the “Rule of the Art” 
(i.e., technical expedients to respect the building and obtain the best structural performances), 
according to which the thickness of bed joints should be as small as possible. However, the use of 
thick bed joints was very common in Latium, especially during Roman times and the Middle Ages 
[34,35] (Figure 6). 

Masonry specimens were constructed using the following process: several bricks were initially 
cut in half using a hand-held disc cutter with a diamond blade. Bricks were subsequently soaked in 
deionized water for a duration of about six hours, in order to prevent them from absorbing the water 
from the mortar joints. Meanwhile, the lime mortar was prepared and specimens were assembled. 
They were left outdoors for curing, for a duration of four months, sheltered from rain and wind, in 
thermo-hygrometric conditions that allowed for the phenomenon of setting without the risk of 
deterioration [Temperature (T) = 18–20 °C; Relative Humidity (HR) = 80%–95%]. 

  
(a) (b) 

  
(c) (d) 

Figure 6. Examples of historic brickwork masonry with thick bed joints: (a) the archaeological site of 
Ostia Antica; (b) the Baths of Caracalla, Rome; (c) the Flavian Amphitheatre (Colosseum), Rome; (d) 
the Santi Nereo e Achilleo church, Rome, Italy. 

Figure 6. Examples of historic brickwork masonry with thick bed joints: (a) the archaeological site of
Ostia Antica; (b) the Baths of Caracalla, Rome; (c) the Flavian Amphitheatre (Colosseum), Rome; (d) the
Santi Nereo e Achilleo church, Rome, Italy.
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Figure 7. Different typologies of tested specimens (letter designation: Br = Brick, Mo= Mortar,
Ma = Masonry).

Tests were carried out in order to get information about their response to water. Several
studies propose to use Fick’s laws to study the diffusion of moisture in a porous material [36–38].
Fick’s first law relates to the flux of the diffusing substance through the unit area of a section, to the
concentration gradient, measured normal to the section, by means of the diffusion coefficient, in a steady
state. Fick’s second law is used to study the diffusion in a dynamic condition, i.e., to consider the
time-dependence. The simplest form of the two Fick’s laws is:

F = −D
dC
dx

, (1)

dC
dt

= D
d2C
dx2 , (2)

where: F (m/s) is the diffusion flux per unit area of section; C (%) is the concentration of diffusing
substance; x (m) is the space coordinate measured normal to the section; D (m2/s) is the diffusion
coefficient; t (s) is the time.
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These laws can be used for thin and homogeneous specimens, and in this case the solutions
to the equations can be easily obtained [39,40]. For 3D (three-dimensional) specimens (i.e., prisms),
the equations and their solutions are more complex. Moreover, generally the diffusion coefficient D can
depend on the concentration of the diffusing substance C, and on the homogeneity of the specimen.
For this reason, it is usually determined experimentally [41–43].

The tests for the determination of the water absorption by capillarity, the water absorption at
atmospheric pressure, and the drying properties were performed according to the standards EN
15801 [44], EN 13755 [45], and EN 16322 [46], respectively. The requirements of the EN 13755 standard
were partially changed and adapted to the specific test program: deionized water was used instead of
tap water in order to avoid the introduction of external salts into the tested materials. For the brick
and masonry specimens, the ratio between the surface area and the apparent volume was 0.30 and
0.04 mm−1, respectively. The geometrical features of the specimens are summarized in Table 3.

Table 3. Geometrical properties of the specimens.

Material Number of
Specimens

Dimensions
(mm)

Volume
(mm3)

Total
Surface

Area (mm2)

Base
Surface

Area (mm2)

Total Surface
Area/Volume

(mm−1)

Brick 6 20 × 20 × 20 8.0 × 103 2.40 × 103 4.0 × 102 0.30
Mortar 3 40 × 40 × 40 6.4 × 104 9.60 × 103 1.6 × 103 0.15

Masonry 3 100 × 210 × 155 3.25 × 106 1.38 × 105 2.1 × 104 0.04

The specimens used for this study are prisms, and the masonry ones are also layered. According
to the experiment design, the flux of the water occurs in all three directions. These conditions make
Fick’s laws difficult to apply. However, other tests were carried out in order to get information about
the attitude of specimens toward water.

Data derived from these tests were used to calculate the water absorption coefficient by capillary
action (AC), the water absorption coefficient at atmospheric pressure (Ab), the drying index (ID),
and the flow velocity of the water (v) 24 h after the beginning of the tests. The latter was determined
by using the following inverted formula of the mass flow rate:

v =
m

ρ×A
, (3)

where ṁ is the mass flow rate (kg/s), % is the weight density of water (0.997 g/ml at 24 ◦C), and A
is the absorbent/dispersive surface (m2), that is the base surface area (for absorption by capillarity)
or the total surface area. In addition to these tests, the masonry specimens were weighted with
a 1g-precision scale, and their surface temperature was measured with a Protimeter MMS2 BLD8800
digital thermo-hygrometer. Moreover, specimens were photographed, and their color was recorded
both in the correspondence of the bricks and the mortar by making a comparison with the palettes,
which are in the Munsell Book of Colors [47,48]. After this phase, the masonry specimens underwent
an ageing treatment, specifically designed to simulate the effects of wetting/drying cycles, induced by
rising damp and temperature changes.

2.2. The Ageing Treatment

The ageing treatment was drawn up starting from the past experimental processes described
in [34,35] and from relevant standards [49–52]. The aim was to study the effect of placing the specimens
in contact with water and exposing them to thermal variations. The ageing treatment (the duration of
exposure to low and high temperatures, a number of cycles, and a range of temperatures) was chosen in
such a way that the specimens underwent a thermal excursion comparable to those occurring in actual
situations. Specimens were initially dried in an oven at 60 ± 5 ◦C for a duration of 48 h, photographed
and weighed, and their surface temperature was measured. Then, they were placed into closed PMMA
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boxes, laid on a 5 mm thick absorbent paper substrate soaked with distilled water. They remained in
this condition for seven days, during which water was absorbed by capillary action (Figure 8).

Subsequently, each specimen was inserted into a polyethylene (PE) bag in order to protect it
(Figure 9), and was buried in a refrigerating mixture made by adding 23 g of sodium chloride per
kg of ice (Figure 10). Specimens were left curing for 8 h. During this period, the environmental
temperature gradually reduced to −18 ◦C, and then increased again. As a consequence of this,
the surface temperature of the specimens was also varied in order to reach the thermal equilibrium.
Finally, the specimens were removed from the PE bags and placed into the oven at 60 ◦C for 16 h
(Figure 11).Heritage 2020, 3 FOR PEER REVIEW  9 

 

 

Figure 8. Masonry specimens inside the polymethylmethacrylate (PMMA) boxes. 

 

Figure 9. Masonry specimens inside the polyethylene (PE) bags. 

At the end of the ageing treatment, specimens were weighed and photographed again, and the 
surface temperature was recorded. They were re-placed into the PMMA boxes, over a sheet of soaked 
paper, and underwent a new ageing cycle. This was repeated 8 times. During this period, specimens 
were accurately weighed on a daily (24 h) basis in order to record the amount of absorbed water. At 
the end of the 8 cycles, a full photographic survey was undertaken, in order to analyze the level of 
damage [53]. The color change was also examined, both in the bricks and in the mortar. 

 
Figure 10. Masonry specimens buried in the refrigerating mixture. 

 
Figure 11. Masonry specimens in the oven. 

Figure 8. Masonry specimens inside the polymethylmethacrylate (PMMA) boxes.

Heritage 2020, 3 FOR PEER REVIEW  9 

 

 

Figure 8. Masonry specimens inside the polymethylmethacrylate (PMMA) boxes. 

 

Figure 9. Masonry specimens inside the polyethylene (PE) bags. 

At the end of the ageing treatment, specimens were weighed and photographed again, and the 
surface temperature was recorded. They were re-placed into the PMMA boxes, over a sheet of soaked 
paper, and underwent a new ageing cycle. This was repeated 8 times. During this period, specimens 
were accurately weighed on a daily (24 h) basis in order to record the amount of absorbed water. At 
the end of the 8 cycles, a full photographic survey was undertaken, in order to analyze the level of 
damage [53]. The color change was also examined, both in the bricks and in the mortar. 

 
Figure 10. Masonry specimens buried in the refrigerating mixture. 

 
Figure 11. Masonry specimens in the oven. 

Figure 9. Masonry specimens inside the polyethylene (PE) bags.

At the end of the ageing treatment, specimens were weighed and photographed again, and the
surface temperature was recorded. They were re-placed into the PMMA boxes, over a sheet of soaked
paper, and underwent a new ageing cycle. This was repeated 8 times. During this period, specimens
were accurately weighed on a daily (24 h) basis in order to record the amount of absorbed water.
At the end of the 8 cycles, a full photographic survey was undertaken, in order to analyze the level of
damage [53]. The color change was also examined, both in the bricks and in the mortar.
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3. Results and Discussion

3.1. Results

Treated masonry specimens showed a change of color, compared to the untreated ones. Test results
related to the bricks and the mortar joints are summarized in Table 4 and Figure 12.

Table 4. Color changes of the bricks and mortar.

Condition Hue Value Chroma Reflectivity (%)

Un- Brick 5YR 6 4 -
Treated Brick 7.5YR 6 4 -

Mortar 7.75N 7 0 54.80
Mortar 7.5N 7 0 50.70
Brick 5YR 4 4 -

Treated Brick 7.5YR 4 4 -
Mortar 10G 5 1 -
Mortar 5G 5 1 -
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According to the Munsell reference [47,48], the color of any material can be defined using three
components that are Hue, Value (degree of lightness/darkness), and Chroma (color purity). By referring
the masonry specimens used in this research, the color of the bricks changed from a dull orange to
a dull reddish brown, that is, Hue and Chroma did not change, while Value decreased. With regards to
the mortar joints in an untreated condition, these were a greenish white, belonging to the neutral color
palettes, while, after treatment, they turned to greenish grey, belonging to the green tonal palettes.

The response of the brick, mortar, and masonry specimens toward water intrusion and release
was studied according to standard tests. AC, Ab, and ID were determined, and the flow velocity (v) of
the water that was absorbed or released was also calculated using Equation (3).
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With regards to absorption by capillary action, the test results are summarized in Table 5,
while Figures 13–15 show the amount of water absorbed by the three different types of specimens as
a function of the square root of the time. Bricks and mortar absorbed a high amount of the water in the
first hour of the test, while the absorption rate was almost constant for masonry specimens. It can be
noted that the flow velocity was higher in the mortar than in the brick and masonry specimens.

Table 5. Water absorption by capillary action (mean test conditions: T = 24 ◦C, relative humidity
(HR) = 53%).

AsA
(mm2)

WbAT
(g)

WDry
(g)

Wcap24h
(g)

Mcap24h
(%)

Wcap7d
(g)

Mcap7d
(%) v (m/s) AC

(kg/m2 s0.5)

Brick 4 × 102 14.14 13.93 16.63 16.23 16.76 20.31 1.07 × 10−6 0.07
(StD) (0.11) (0.09) (0.08) (0.11)

Mortar 1.6 × 103 78.86 78.06 105.43 25.96 106.65 36.62 2.73 × 10−6 0.23
(StD) (0.82) (0.91) (0.95) (0.85)

Masonry 2.1 × 104 5012 4957 5294 6.79 5834 17.69 7.80 × 10−7 0.09
(StD) (39) (37) (35) (68)

AsA = absorbing surface area, WbAP = weight of the specimens before the ageing treatment, WDry = weight of the
specimens dried by oven, Wcap24h = weight of the specimens 24 h after the beginning of the test, Mcap24h = mass of
water absorbed by the specimens 24 h after the beginning of the test, Wcap7d = weight of the specimens 7 days after
the beginning of the test, Mcap7d = amount of water absorbed by capillarity 7 days after the beginning of the test,
v = flow velocity, AC = capillary water absorption coefficient, and StD = standard deviation.
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Figure 13. Water absorbed by capillary action (brick specimens).
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Figure 14. Water absorbed by capillary action (mortar specimens).
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Figure 15. Water absorbed by capillary action (masonry specimens).

With regards to absorption at atmospheric pressure, the test results are summarized in Table 6.
These results are consistent with the ones obtained from the previous tests, but the amount of water
absorbed both after 24 h and 7 days is now smaller because of the larger dimensions of the absorbing
surface area.

For the drying test, results are summarized in Table 7, and the drying curves related to the brick,
mortar, and masonry specimens are shown in Figures 16–18, respectively. Since the specimens were
initially fully imbibed, the maximum amount of water contained by the specimens at the beginning of
the test was 20.45%, 39.52%, and 24.93% of the dry mass of the bricks, mortar, and masonry, respectively.
For the bricks, it is possible to distinguish two drying phases (Figure 16): the water content highly
decreased during the first 12 days of drying, while it stayed almost constant for the remaining 22
days. On the other hand, for the mortar and masonry specimens, the loss of water during the drying
process had a constant negative gradient (Figures 17 and 18). The drying process was rather slow for
all specimens. This is proved both by the timeframe and by the values of the flow velocity, which was
several times lower compared to the absorption tests (Table 6). The weight of the bricks and mortar
specimens stabilized (i.e., it decreased by 0.06% and 0.74%, respectively, between two measures in
a row) after 34 and 36 days, respectively, while the masonry specimens did not reach this condition;
in this experiment, the test was interrupted after 34 days. In order to compare these data with those
referred to in the absorption tests, Table 7 reports the weight of the specimens after 7 days. The amount
of water lost by the bricks during this period was less than half of that absorbed, while for the mortar
and masonry specimens, it was less than a fifth and a tenth, respectively.

The test results demonstrate that the mortar, brick, and masonry exhibit a very different response
toward absorbing and releasing water, in terms of both the amount absorbed/released and the velocity.
Moreover, the tests reveal that the behavior of the masonry specimens cannot be defined as a sum of
the behaviors of their construction materials. Test results also demonstrate the critical influence of the
bonding pattern.

Table 6. Water absorption at atmospheric pressure (mean test conditions: T = 24 ◦C, HR = 53%).

AsA
(mm2)

WbAP
(g)

WDry
(g)

WAb24h
(g)

MAb24h
(%)

WAb7d
(g)

MAb7d
(%) v (m/s) Ab (%)

Brick 2.4 × 103 14.14 13.93 16.67 19.67 16.79 20.53 1.84 × 10−7 20.53
(StD) (0.11) (0.09) (0.13) (0.13)

Mortar 9.6 × 103 78.86 78.06 106.0 35.84 108.9 39.52 4.82 × 10−7 38.09
(StD) (0.82) (0.91) (0.87) (0.86)

Masonry 1.38 × 105 5012 4957 5382 8.57 6202 25.11 1.49 × 10−7 25.11
(StD) (39) (37) (51) (75)

WAb24h = weight of the specimens 24 h after the beginning of the test, MAb24h = mass of the water absorbed by the
specimens 24 h after the beginning of the test, WAb7d = weight of the specimens after 7 days, MAb7d = mass of the
water absorbed by the specimens after 7 days, Ab = water absorption coefficient at atmospheric pressure.
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Table 7. Water release by natural drying (mean test conditions: T = 24 ◦C HR = 53%).

DsA
(mm2)

WbAP
(g)

WAb7d
(g)

WDry24h
(g)

MDry24h
(%)

WDry7d
(g)

MDry7d
(%) v (m/s) ID (-)

Brick 2.4 × 103 14.14 13.93 16.54 −1.51 15.28 −9.13 −1.79 × 10−8 0.87
(StD) (0.11) (0.09) (0.13) (0.17)

Mortar 9.6 × 103 78.86 78.06 105.6 −2.99 100.9 −7.30 −5.62 × 10−8 0.85
(StD) (0.82) (0.91) (0.92) (0.80)

Masonry 1.38 × 105 5012 4957 6152 −0.80 6129 −1.18 −1.91 × 10−8 0.98
(StD) (39) (37) (74) (72)

DsA = dispersant surface area, WAb7d = weight of the specimens before drying, WDry24h = weight of the specimens
after 24 h of natural drying, MDry24h = mass of the water lost by natural drying after 24 h, WDry7d = weight of
the specimens after 7 days of natural drying, MDry7d = mass of the water lost by natural drying after 7 days,
ID = Drying Index.

3.2. The Ageing Treatment

Curves in Figure 19 show the gain of weight of the three masonry specimens during the ageing
treatment. Figure 20 shows the amount of water absorbed by masonry specimens during each ageing
cycle. Figure 21 shows the maximum and minimum values of the weight measured for each cycle.
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They are averaged over the three specimens and related to the respective mean values over the last
seven cycles (dashed line and continuous line), and to the mean value before the start of the ageing
treatment (dashed-dot line).

The weight of the masonry specimens increased by 16.40% (from 5012 g to 5834 g) during the first
ageing cycle, and it further increased by 5.71% during the second (from 5834 g to 6167 g). The minimum
and maximum values of the weight stabilized at the end of the second and third cycles, respectively.
The mean values were 6008 g and 6165 g, respectively, corresponding to an increase of 19.87% and
23.01% from the initial weight (5012 g). The standard deviation was 14.51 and 18.75 g in the second.
These two values were the thresholds within which the weight of the treated masonry specimens
varied. The latter is very similar to that obtained from the absorption test at atmospheric pressure
(6202 g).
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Figure 19. Weight per cycle (masonry specimens).

Heritage 2020, 3 FOR PEER REVIEW  14 

 

seven cycles (dashed line and continuous line), and to the mean value before the start of the ageing 
treatment (dashed-dot line).  

The weight of the masonry specimens increased by 16.40% (from 5012 g to 5834 g) during the 
first ageing cycle, and it further increased by 5.71% during the second (from 5834 g to 6167 g). The 
minimum and maximum values of the weight stabilized at the end of the second and third cycles, 
respectively. The mean values were 6008 g and 6165 g, respectively, corresponding to an increase of 
19.87% and 23.01% from the initial weight (5012 g). The standard deviation was 14.51 and 18.75 g in 
the second. These two values were the thresholds within which the weight of the treated masonry 
specimens varied. The latter is very similar to that obtained from the absorption test at atmospheric 
pressure (6202 g). 

 
Figure 19. Weight per cycle (masonry specimens). 

 

Figure 20. Weight of absorbed water (masonry specimens). 

Figure 21. Average values of the weight over each cycle (masonry specimens). MW_UnT = mean 
weight of the untreated specimens, MWmin_T = minimum mean weight of the treated specimens, 

4800

5200

5600

6000

6400

0 1 2 3 4 5 6 7 8

W
ei

gh
t (

g)

Cycles No.

SP_Ma1

SP_Ma2

SP_Ma3

0

200

400

600

800

1000

1200

1 2 3 4 5 6 7 8

W
ei

gh
t (

g)

Cycle No.

SP_Ma1
SP_Ma2
SP_Ma3

5012

6008
6165

5643

6016 6010 6023 5986 6016 6019 59855834

6123 6167 6182 6177 6168 6179 6161

4900

5100

5300

5500

5700

5900

6100

6300

0 1 2 3 4 5 6 7 8

Av
er

ag
e 

va
lu

es
 o

f t
he

 w
ei

gh
t (

g)

Cycle No.

MW_UnT
MWmin_T7
MWmax_T7
MWmin_T
MWmax_T

Figure 20. Weight of absorbed water (masonry specimens).

Heritage 2020, 3 FOR PEER REVIEW  14 

 

seven cycles (dashed line and continuous line), and to the mean value before the start of the ageing 
treatment (dashed-dot line).  

The weight of the masonry specimens increased by 16.40% (from 5012 g to 5834 g) during the 
first ageing cycle, and it further increased by 5.71% during the second (from 5834 g to 6167 g). The 
minimum and maximum values of the weight stabilized at the end of the second and third cycles, 
respectively. The mean values were 6008 g and 6165 g, respectively, corresponding to an increase of 
19.87% and 23.01% from the initial weight (5012 g). The standard deviation was 14.51 and 18.75 g in 
the second. These two values were the thresholds within which the weight of the treated masonry 
specimens varied. The latter is very similar to that obtained from the absorption test at atmospheric 
pressure (6202 g). 

 
Figure 19. Weight per cycle (masonry specimens). 

 

Figure 20. Weight of absorbed water (masonry specimens). 

Figure 21. Average values of the weight over each cycle (masonry specimens). MW_UnT = mean 
weight of the untreated specimens, MWmin_T = minimum mean weight of the treated specimens, 

4800

5200

5600

6000

6400

0 1 2 3 4 5 6 7 8

W
ei

gh
t (

g)

Cycles No.

SP_Ma1

SP_Ma2

SP_Ma3

0

200

400

600

800

1000

1200

1 2 3 4 5 6 7 8

W
ei

gh
t (

g)

Cycle No.

SP_Ma1
SP_Ma2
SP_Ma3

5012

6008
6165

5643

6016 6010 6023 5986 6016 6019 59855834

6123 6167 6182 6177 6168 6179 6161

4900

5100

5300

5500

5700

5900

6100

6300

0 1 2 3 4 5 6 7 8

Av
er

ag
e 

va
lu

es
 o

f t
he

 w
ei

gh
t (

g)

Cycle No.

MW_UnT
MWmin_T7
MWmax_T7
MWmin_T
MWmax_T

Figure 21. Average values of the weight over each cycle (masonry specimens). MW_UnT = mean
weight of the untreated specimens, MWmin_T = minimum mean weight of the treated specimens,
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of the treated specimens over the last seven cycles, MWmax_T7 = maximum mean weight of the treated
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Table 8 shows the weight values of the untreated and treated masonry specimens. For the treated
specimens, seven weight values are reported: one for each step (i.e., 24-h treatment) of the ageing
treatment. The values were calculated as the arithmetic mean among the three specimens, and were
averaged across the last seven cycles. Starting from these data, the unit weight of the untreated and
treated specimens was determined.

Table 9 reports the values of the environmental parameters, i.e., temperature (Tenv) and HR,
the surface temperature (Tsurf), and the mean values of the weights (W). It is worth noting that the
specimens were exposed to a severe temperature (ranging between +60 and −18 ◦C). However, during
each cycle, their surface temperature ranged from −5.2 to +46.1 ◦C. These values reflect the actual
weather conditions in the Italian Mediterranean regions [54]. The severe thermal excursions simulate
an extreme weather event, which is one of the most significant effects of the ongoing climate change [55].

Table 8. Mean values of the weights (masonry specimens) over one cycle.

Un-Treated
Specimens

Treated Specimens

Step 1 Step 2 Step 3 Step 4 Step 5 Step 6 Step 7

MW (g) 5012 6007 6101 6132 6148 6154 6159 6165
(StD) (39) (74) (60) (47) (37) (28) (19) (14)
∆W1 (%) 0.00 19.9 21.7 22.4 22.7 22.8 22.9 23.0
∆W2 (%) - 0.00 1.56 2.07 2.34 2.44 2.53 2.62
W (kg/m3) 1540 1845 1874 1884 1889 1891 1892 1894

MW = mean weight, ∆W1 = weight increment (%) compared to the weight of untreated specimens, ∆W2 = weight
increment (%) compared to the weight at Step 1.

Table 9. Mean values of the HR, Tenv, Tsurf, and the weight of masonry specimens in different conditions.

Conditions HR (%) Tenv (◦C) Tsurf (◦C) W (g)

Untreated 40 20.8 20.4 5012
Before ice 34 21.5 21.3 6165

In ice (−18 ◦C) 100 −18.0 −5.2 -
After oven (+60 ◦C) 37 20.6 46.1 6008

4. Conclusions

In this paper, the results of an experimental study on the effect of water on the unit weight of
brickwork masonry have been presented. Experimental tests were carried out on masonry specimens
made of fired clay bricks and lime mortar that were exposed to an ageing treatment. During each
wetting/drying cycle, the amount of water, absorbed and rejected by masonry specimens, varied over
time, causing a change in their weight.

The recorded data allowed us to quantify the increase in the unit weight of the masonry due
a water-based treatment. This increase consisted of two rates. The first one is constant, permanent, and is
about 19% of the unit weight of the masonry with a no-pathological water content. The second-rate
ranged between 19% and 23% depending on the environmental conditions inducted during the ageing
treatment. The increase in masonry unit weight was rather fast, and it concentrated in the first two
ageing cycles.

The ageing treatment reproduced through the experiment was chosen considering the typical
conditions of historic masonry structures affected by rising damp. Since the test results demonstrate
that the increase in the unit weight was not negligible, its effect should be considered to assess the
structural response of masonry buildings. For this reason, it is important to identify the areas of
a building affected by damp.

Tests carried out on brick, mortar, and masonry specimens highlighted their different behavior
toward water intrusion and rejection. This means that data obtained through the conducted experiment
are specific and linked to the type of brickwork masonry. This could be considered a limitation of
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this research. However, some interesting conclusions can be drawn. Test results reveal that mortar
joints absorb and reject more water than brick, and that they do so more rapidly. For this reason, it is
expected that the brick’s height/bed joint ratio is a meaningful parameter to estimate the increase of
the masonry unit weight during ageing. In this experiment, the brick’s height/bed joint ratio was 1.4.
More tests will be necessary to confirm this, but the emerging trend seems sufficiently clear. Moreover,
it could also be interesting to consider other types of construction materials and extend the study to
other types of masonry, such as stone masonry, or multi-leaf masonry.

The results of this experiment could be used in conjunction with previous research evidence to
demonstrate that the pathological presence of water in brickwork masonry can lead to a significant
decline in its mechanical properties. When acting forces are inertial (i.e., earthquake loading), an increase
in a masonry’s unit weight may further worsen the structural response of a historic masonry building.
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