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Abstract
This paper investigates the effect of graphene nano platelet (GNP) content (%weight fraction) on the machinability of epoxy/
GNP nanocomposites. The machinability of nanocomposites with varying loadings of GNP content was evaluated experimentally through the characterisation of cutting forces, surface morphology, chip morphology and tool wear. The minimum chip
thickness phenomena of epoxy/GNP occurred at feed per tooth (FPT) between 0.2 and 0.4 μm. In order to achieve to better
surface quality, the FPT should be over 0.4 μm. Epoxy/GNP with 1.0 wt% nanocomposite has produced the highest cutting force
of a feed rate of ~ 3 N at 12 μm/rev. Epoxy/GNP nanocomposites exhibit the different cracking tendencies compared with plain
epoxy, and the tool wear for GNP/epoxy nanocomposites is very small compared with metal nanocomposites. There is no
significant difference in slot width accuracy between different types of tools, such as uncoated tool, diamond-like carbon-coated
and diamond-coated tools.
Keywords Micromachining . Micro milling . Nanocomposites . Graphene nano platelet (GNP)

1 Introduction
Graphene nano platelets (GNP) consists of thin graphite sheets
with a thickness below 100 nm and exhibits extraordinary mechanical, electrical and thermal properties [1, 2]. It can reach the
values of Young’s modulus of 1000 GPa, fracture strength of
125 GPa, thermal conductivity of 5000 Wm−1 K−1 and charge
carrier mobility of 200,000 cm2V−1 s−1 [3, 4]. Based on such
superior properties, applications of GNP have attracted great
attention [5–7]. Therefore, GNP has been experimentally added
to various kinds of polymers such as epoxy, poly (styrene), poly
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(acrylonitrile) and poly (methyl methacrylate) matrices [7, 8].
For example, PMMA/GNP 0.1 wt% nanocomposites can obtain a 33% improvement in Young’s modulus compared with
plain PMMA [7], and Epoxy/GNP 0.1 wt% nanocomposites
can obtain a 31% Young’s modulus greater compared with that
of plain epoxy [8]. The results of other mechanical tests such as
critical buckling load [9] and friction [10] tests have also demonstrated that the addition of GNP lead to considerable improvements in mechanical properties. Hence, GNP is an effective nanofiller to improve matrix material properties. And, the
combination of GNP and epoxy has received more and more
attention than other polymer/GNP nanocomposites [4]. This
may be due to two reasons. First is that epoxy has a wide range
of applications, and so the improvement of its mechanical properties can bring huge economic benefits. The second is that
GNP can significantly improve the mechanical properties of
epoxy compared with other polymer materials. Rafiee et al.
[9] reported that epoxy/GNP 0.125 wt% exhibited increased
fracture toughness by 65% and the fracture energy increased
by 115% compared with plain epoxy. Rafiee et al. [10] also
found that epoxy/GNP 0.125 wt% had a 25-fold reduced crack
propagation rate compared with plain epoxy under similar fatigue conditions. Gojny et al. [11] have demonstrated that
epoxy/GNP 0.1 wt% can significantly increase the critical
buckling load by up to 52% compared with plain epoxy. In
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Fig. 1 a Scanning electron
microscopy (SEM) image of
GNP, reproduced from [32]. b
GNP clusters, reproduced from
[33] c Transmission electron
microscopy (TEM) image of
layered GNP in the matrix
material, reproduced from [34]

summary, GNP is an efficient nanofiller which can improve
properties of epoxy, and most studies of GNP nanocomposites
have reported below 1.0 wt%. Compared with nano carbon

fibre-reinforced polymer composites, GNP nanocomposites
are an isotropic material [12]. Moreover, the GNP nanofiller
is a highly efficient filler. Adding a small amount of GNP can

Fig. 2 SEM images of fracture surfaces. a Plain epoxy. b Epoxy/GNP 0.1 wt%. c Epoxy/GNP 0.3 wt%. d Epoxy/GNP 0.5 wt%. e Epoxy/GNP 1.0 wt%,
reproduced from [32]
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Fig. 3 Epoxy/GNP
nanocomposites samples for
micro milling experiments

enhance the mechanical properties of the material as much as a
large amount of nano carbon fibres [13].
Epoxy/GNP has a wide range of applications in the electronics industry, including for electrodes [14], capacitors [15], electronics [16] and semiconductors [17]. Hence, epoxy/GNP is
usually used to make near-net shape in the electronics industry.
Electronic products have high surface and dimensional accuracy as well as small features such as micro-holes and micro-slots.
They must be produced using machining processes. Therefore,
it is important to understand the machinability of epoxy/GNP
nanocomposites in order to ensure machining accuracy in industrial production. Hence, the micro milling process is used to
study the epoxy/GNP nanocomposites, for three reasons.
Firstly, micro milling is an efficient and universal shaping and
finishing process which has been applied in processing
polymer/nanofiller composites [18, 19]. Secondly, micro milling can readily reveal the effect of particle content on nanocomposite performance, and thirdly, as a mechanical cutting process, micro milling will not influence the orientation of filler in
the matrix material. Material performance can be directly used
to guide the design and production of materials.
Micromachining has its own processing characteristics compared with macro machining due to the well-known size effect
[20–22]. In micro milling of materials, when cutting is performed
with a low FPT value, the chip is not always formed during each
pass of the tool [23, 24]. As the FPT decreases and its value
approaches the cutting-edge radius of the tool, it becomes the
most important factor in the transition state of shearing and
ploughing. Instead, the material experiences severe ploughing/
friction during every pass of the tool [25, 26]. The tool ploughs

Table 1 Mechanical properties,
Young’s modulus [37]

out the material, and the elastic recovery will dominate the material deformation, and no chips will be formed in each tool path
[25–28]. When the uncut chip thickness is below a critical value,
the size effect can have negative effect on the cutting process,
such as higher cutting force, shorter tool life and worse dimensional surface quality [21, 29]. Hence, the ploughing area will
directly affect the surface topography of the material and make
the cutting force increase. Therefore, in order to understand the
size effect of epoxy/GNP nanocomposites material, the size effect is studied in terms of surface morphology, cutting force and
surface roughness.
Samuel et al. [18] conducted a study of the micromachining
of polymer/carbon nanotube nanocomposites and investigated
the cutting forces, tool wear, surface roughness and chip morphology. Dogrusadik and Kentli [30] had studied the
micromachining behaviour of CFRP laminates. However,
there is still very limited experimental data about the
micromachining of epoxy/GNP nanocomposites. Hence, the
machinability of epoxy/GNP nanocomposites will be investigated through the micro milling process. The experimental
results can then be used to guide production and material
design. Xu et al. [31] had investigated the machinability of
CFRP composites using drilling method, and the studies provide good examples for this study.
The novelty of this research is to investigate the effect of
graphene-derived nanofillers on the machinability of polymer
materials. The GNP nanofiller is an important filler to improve
the matrix material mechanical properties. For further industry
applications, the effect of GNP nanofiller content on the machining behaviour should be understood. This paper is

Materials

Plain
epoxy

Epoxy/GNP
0.1 wt%

Epoxy/GNP
0.3 wt%

Epoxy/GNP
0.5 wt%

Epoxy/GNP
1.0 wt%

Young’s modulus
(MPa)

600

750

740

720

705
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Fig. 4 Machine setup with cutting force dynamometer

organised as follows: Section 2 describes the preparation of
the workpiece material, and the experimental set-up and procedure. Section 3 reports the results with a discussion of the
size effect, slot width accuracy, surface morphology, cutting
force, surface roughness and tool wear. Section 4 presents the
conclusions drawn from the study.

2 Experiments
2.1 Workpiece material preparation
GNP was first dispersed in a hardener by bath sonication for
30 min at room temperature. The suspension was then mixed
for 10 min with liquid epoxy resin at a ratio of resin to hardener
of 2:1 and degassed under vacuum to remove entrained air. It
was then moulded and cured at room temperature for 6 h and
subsequently cured at 80 °C for 6 h [21]. The samples that we
get are epoxy/GNP (0.1, 0.3, 0.5, 1.0 wt%) nanocomposites.
Figure 1 shows the samples used in the machining trials, including a scanning electron microscopy (SEM) image of GNP
and GNP clusters and a transmission electron microscopy
(TEM) image of layered GNP in epoxy matrix [33]. Figure 2
shows SEM images of fracture surfaces in epoxy/GNP and
plain epoxy [32]. The presence of GNP filler causes significant

Fig. 5 Schematic diagram of the
uncoated 1 mm diameter tool

Specifications of the uncoated micro-end milling tool

Properties

Value

Tool diameter
Shank diameter
Number of flutes
Flute style
Finish/coating
Helix angle

1 mm
3 mm
2
Right-hand spiral/medium helix
Uncoated
30°

changes in the fracture surfaces of matrix materials. Figure 3
shows the samples used in the machining experiments.
The mechanical testing epoxy/GNP nanocomposites used in
this study have been studied by several researchers. Mohd et al.
[35] had been demonstrated that the addition of GNP nanofillers
can increase the glass transition temperature of the matrix material. In the case of 0.7 wt% GNP nanofillers, the glass transition
temperature increased from 80.85 °C to 87.59 °C. Meanwhile,
Ait et al. [36, 37] had been demonstrated that the GNP showed a
maximum increase in hardness up to 18.3% compared with the
plain epoxy. Meanwhile, the fracture surfaces of tensile specimens showed that the fracture mode was significantly altered by
GNP nanofillers. Table 1 shows the effect of GNP content on the
Young’s modulus. The addition of GNP significantly increases
the Young’s modulus of the matrix materials.

2.2 Experimental set-up
Micro milling experimentation was carried out under dry
conditions. The experiments were carried out on an ultraprecision desktop micromachine tools (MTS5R) with a
continuous power of 100 W (240 V) and 80,000 rpm maximum spindle speed. The machine consists of 3 axes (X, Y,
Z) with 0.1 μm resolution which is controlled by DC servo
motors. The cutting forces were measured by using a
Kistler cutting force dynamometer (9256C2), as shown
in Fig. 4.
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Fig. 6 Schematic of a machined slot with machining-induced edge

2.3 Experimental procedure
A 1 mm diameter uncoated end mill, a DLC (diamond-like
carbon) coated tool and a diamond-coated tool were used in this
study. Before the experiments, the tools were inspected using the
SEM to ensure that the new tool was free from edge damage and
chipping. Meanwhile, the radius of the cutting edges was measured. Figure 5 illustrates the cutting-edge radius of 1.5 μm, and
Table 2 lists the specifications of the uncoated tool end mill.
Figure 6 shows a schematic of a machined slot with a
machining-induced edge. Two sets of micro milling experiments were conducted to study the machinability of epoxy/
GNP nanocomposites. In order to ensure the accuracy of the
experimental results, each set test was repeated twice. In this
study, the depth of cut of all experiments was maintained at
0.1 mm. Scanning electron microscopy (SEM) was used to
check the surface quality and surface morphology. Tool flank
wear data was also collected using SEM and measured with

Table 3

Cutting conditions for the first set experiment

Cutting parameters

Level 1

Level 2

Level 3

Level 4

Feed per tooth (μm)
Feed rate (μm/tooth)
Cutting speed (m/min)
Spindle speed (rpm)
Depth of cut (μm)

5
10
15.7
5000
100

10
20
31.4
10,000
/

15
30
62.8
20,000
/

/
/
94.2
30,000
/

ImageJ. The surface roughness (Ra) of the bottom slots was
measured by using a Mitutoyo Surface SJ-410.
Experiments were conducted firstly to study the machinability properties of epoxy/GNP nanocomposites at 3 levels
(5, 10 and 15 μm/rev) of feed per tooth and at 4 levels (15.7,
31.4, 62.8 and 94.2 m/min) of cutting speed, as shown in
Table 3. Further experiments then studied the size effect and
minimum chip thickness (MCT) of epoxy/GNP nanocomposites, and the milling conditions used are described in Table 4.
Values of feed per tooth (FPT) ranged from 0.05 μm/tooth to
6.0 μm/tooth.
Tool wear is an important machinability measure that
dictates the final cost of a machined part [38]. In order to
quantify the effect of GNP loading on tool wear, a separate
set of machining tests was conducted. In these tests, three
types of 1 mm diameter end mills were used (uncoated tool,
diamond-like carbon-coated tool and diamond-coated tool)
to machine epoxy/GNP 0.3 wt% nanocomposites. Each tool
was first characterised under a SEM microscope by observing its initial condition. Each run consisted of one hundred
times and the removal of 130 mm3 volume. The total removal runs five times. The volume removed for every slot
was 1.3 mm3 (1 mm × 13 mm × 0.1 mm). The axial depthof-cut, FPT and cutting speed were maintained at 0.1 mm,
5 μm and 62.8 m/min, respectively, for the duration of each
run, as shown in Table 5. At the end of each run, the tool tip
was imaged on SEM to record the extent of tool wear.
Meanwhile, Table 6 presents the specifications of the coated
micro-end milling tools.

3 Results and discussion
3.1 Surface roughness
Figure 7 shows the surface roughness results from the micro
milling of plain epoxy and epoxy/GNP nanocomposites at
various values of feed per tooth. The surface roughness increased with the FPT increase, because the plain epoxy is a
brittle material [39]. When cutting brittle materials, the chips
are discontinuous chips. Due to this discontinuity, some pits
are left on the machined surface. As the FPT increases, more
and more pits are formed on the surface, gradually increasing
the surface roughness. This phenomenon is consistent with the
results of the previous machining experiments with plain polymer material [8].
Epoxy/GNP nanocomposites have higher surface roughness compared with plain epoxy. This may be due to two
reasons. One is the toughening mechanism of GNP [9].
During the machining process of epoxy/GNP, a crack deflect
is generated on the deformation area [9]. The tilting and twisting of the crack front as it is forced to move out of the initial
propagation plane also forces the crack to grow locally under
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Table 6

Cutting conditions for the size effect experiment

Specifications of the coated micro-end milling tools

Feed per tooth
(μm/tooth)

Cutting speed
(m/min)

Spindle
speed (rpm)

Depth of
cut (μm)

Properties

Diamond-like
carbon-coated tool

0.05, 0.1, 0.15,
0.2, 0.3, 0.4,
0.5, 0.8, 1.1,
1.4, 1.7,2.0,
3.0, 4.0, 5.0,
6.0

62.8

40,000

100

Tool diameter
1 mm
Number of flutes 3
Flute style
Right-hand
spiral/medium helix
Finish/coating
Diamond-like carbon-coating
Helix angle
30°

Diamond-coated tool

1 mm
3
Right-hand
spiral/medium helix
Diamond coating
30°

mixed-mode (tensile/in-plane shear and tensile/anti-plane
shear) conditions. Crack propagation under mixed-mode conditions is associated with higher driving force than in Mode I
(tension) and higher fracture toughness of the material.
Increased fracture toughness directly increases surface roughness [40]. Another reason for the higher surface roughness is
that the glass transition, Tg, slightly increases with the GNP
content increase [41].
Epoxy/GNP nanocomposites have higher surface roughness at low FPT values, as shown in Fig. 7. This is due to
the toughening mechanism of GNP [9]. Due to the addition of
GNP, the facture toughness increases. The tool ploughs out the
material, and elastic recovery dominates the deformation of
the material at low FPT values ≤ 1.0 μm [34]. Hence, in order
to achieve the better surface quality, as can be seen from
Fig. 8, the FPT value of epoxy/GNP should be over 2 μm.

change in fracture toughness causes the shape of surface
cracks to change.
Epoxy/GNP 1.0 wt% has fewer surface cracks compared
with epoxy/GNP 0.1 wt%, as shown in Fig. 8. There are two
reasons for these differences in the surface. One is that fracture
toughness is reduced when GNP content increases [10], as
shown in Fig. 9. The reduction in fracture toughness leads to
a change in the shape of surface cracks [45]. The other reason
is that the regions of GNP agglomeration also cause changes
in the shape of surface cracks. When the GNP content exceeds
0.3 wt%, GNP agglomeration will happen in the matrix material. Arora et al. [29] observed microcracks/fragments which
were caused by the tool feed at the GNP agglomeration regions. The microcracks around the GNP agglomeration regions caused changes to the cracks on the machined surface.

3.2 Surface morphology

3.3 Cutting forces

Figure 8 shows SEM images for the machined surface at various feed per tooth values (from 0.05 to 6.0 μm). There are
many small cracks which appear on the surface of epoxy/GNP
0.1 wt% compared with plain epoxy. There are two reasons for
this. First is that the presence of GNP changes the fracture
mode. Atif et al. [37] has shown that the fracture mode
changed significantly after adding GNP to the polymer. The
fracture mode of plain epoxy is brittle fractures mode. The
fracture mode of epoxy/GNP is nonlinear and parabolic fracture patterns mode. Second, a change in fracture mode causes
the deformation process to change, which directly affects the
surface morphology [42–44]. Rafiee et al. [10] have been
demonstrated that the addition of 0.1 wt% GNP causes a significant increase in fracture toughness, as shown in Fig. 9.
Anstis et al. [45] and Chantikul et al. [46] have shown that a

Measurements of resultant cutting force and specific cutting
energy are the two main method used in the analysis of the
machinability of a material. The resultant cutting energy is
directly generated by the relative motion of the cutting tool

Table 5

Cutting conditions for the tool wear experiment

Feed per tooth
(μm/tooth)

Cutting speed
(m/min)

Spindle
speed (rpm)

Depth of
cut (μm)

2

188.4

60,000

100
Fig. 7 Effect of FPT on surface roughness results
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Fig. 8 SEM images of slot bottom surfaces for FPT values between 0.05 and 6.0 μm
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Fig. 9 Fracture toughness plotted as a function of GNP (wt%) in the
epoxy matrix [10]

Fig. 11 Specific cutting energy results for epoxy/GNP in the second set
of machining experiments

with respect to the workpiece during machining. It occurs in
the same direction as the movement of the cutting tool. Using
the computed thrust force, Ft, and the cutting force, Fc, the
specific cutting energy, F, is calculated using Eq. (1) [47].

with feed per tooth can be ascribed to the fact that FPT is larger
than MCT, which can produce continuous chips.
Figure 10 shows that the cutting force of epoxy/GNP is
higher than that for plain epoxy. These may be the two reasons. One is that the crack deflection of epoxy/GNP absorbs
more energy compared with plain epoxy. Crack deflection is
the process by which an initial crack tilts and twists when it
encounters a rigid inclusion. With the addition of GNP, more
crack deflection occurs during the machining process. This
generates an increase in the total fracture surface area,
resulting in the absorption of more energy and greater cutting
force compared with plain epoxy [10]. Secondly, the overall
strength and modulus of the epoxy/GNP nanocomposites are
greater, because the rough and wrinkled surface texture of
graphene enhances the mechanical interlocking/adhesion with
the polymer matrix [8, 48–50].
However, the cutting force of various epoxy/GNP (0.1, 0.3
and 0.5 wt%) nanocomposites are not very different. This may
be because the GNP acts as a lubricant for the machining
operation [42, 43], so that the friction between the tool edge
and workpiece is reduced. This increase in lubrication properties may have cancelled out the effect of the increased overall
strength and modulus of the epoxy/GNP nanocomposites.
Another factor is that the presence of regions of GNP agglomeration means that the cutting force declines with increased
GNP content [29]. The increase in cutting force is caused by
overall strength and modulus. Again, the decrease in cutting
force caused by GNP agglomeration may cancel out the effect
of increased overall strength and modulus.
Specific cutting energy is the energy taken to remove a unit
volume of the material, and this parameter can be used as an
indicator in evaluating the size effect. Using the computed
thrust force, Ft, and the cutting force, Fc, the specific cutting
energy, U, is calculated using the trapeze integration method
shown in Eq. (2) [51].

F¼

qﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃ
F 2t þ F 2c

ð1Þ

Figure 10 shows the resultant cutting force results of plain
epoxy, epoxy/GNP (0.1, 0.3, 0.5, 1.0 wt%) nanocomposites at
various values of feed per tooth. The cutting force trend for
plain epoxy and epoxy/GNP nanocomposites is to first decrease and then rise with increasing FPT. The reduction in
cutting force of the plain epoxy can be attributed to the face
that plastic deformation and elastic deformation coexist in this
region, and a small amount of recovery of the material will
occur. The following region where the cutting force increases

Fig. 10 Effect of GNP loading on cutting forces
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Fig. 12 SEM micrographs of micromachined slots for plain epoxy and epoxy/GNP nanocomposites

U¼

Vc
Tc
 ∫0
V rem

qﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃ
F 2t þ F 2c dt

ð2Þ

where Vc and Vrem are the cutting speed (m/min) and volume of material removal (mm3), while Tc is the cutting
time (seconds). Figure 11 shows the specific cutting energy of various epoxy/GNP nanocomposites. As GNP is
added, the specific cutting energy increases. Because the
overall strength of the material rises, it takes more energy
to remove the material per unit volume. The size effect can
be observed according to the non-linear decrease of the
specific cutting energy with feed per tooth. As illustrated
in Fig. 11, as the ratio of FPT to the cutting-edge radius
increases, the specific cutting energy decreases rapidly,
and becomes stable at values of FPT between 0.2 and

0.4 μm. Hence, the minimum chip thickness phenomena
occur at FPT values between 0.2 and 0.4 μm.
Meanwhile, high specific cutting energy values produces high
heat transfer rates and high residual stresses in the part, resulting
in parts’ poor surface integrity [52]. A low specific cutting energy
means less damage to the machined surface and better surface
quality and cutting tool efficiency [53]. Hence, surface roughness
is low at values of FPT over 0.4 μm. This is consistent with the
previously observed surface roughness values.

3.4 Machined edge chipping and slot width accuracy
Edge chipping is another critical factor in micromachining since
it affects the capability to meet desirable tolerance and geometry criteria [40]. Thus, it is important to explore the edge
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Fig. 13 Images of the whole slot
images from plain epoxy and
epoxy/GNP nanocomposites

chipping either by developing strategies for its minimization or
applying new post-processing technology for edge chipping
[29, 46]. Figure 12 shows up and down milling slot edges from
the up and down milling of plain epoxy and epoxy/GNP
(0.1 wt% and 1.0 wt%) nanocomposites at 4 levels of FPT
(0.1, 0.5, 4.0, 6.0 μm). The epoxy/GNP shows significant differences in machined chipping compared with plain epoxy.
There are many cracks in the slot edge of epoxy/GNP. This
may be due to the addition of GNP nanofillers which significantly increase the fracture toughness [10]. The increase in
fracture toughness causes the fracture mode to change [37].

The slot edge of plain epoxy exhibits burrs, and the epoxy/
GNP shows the edge chipping. Epoxy/GNP nanocomposites
at 0.1 wt% exhibit smaller machined chipping breakage on
the edge compared with those at 1.0 wt%. This is mainly due
to the increase in GNP content which leads to reduced fracture
toughness [10], so that consequently, edge cracks are reduced.
Slot width can directly reflect the material’s dimensional accuracy [8]. This study therefore investigates the effect of GNP
content on slot width. Atif et al. [37] had been demonstrated that
plain epoxy showed river-like markings that indicate the typical
brittle fracture observed in epoxy. With the addition of GNP, a

Int J Adv Manuf Technol (2020) 107:3169–3183
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Fig. 14 Effect of GNP content on the slot width
Fig. 16 Effect of GNP content on the tool flank wear

rough dimple-like fracture surface was observed which shows
that fracture mode had changed from brittle to ductile fracture. In
this study, the effect of fracture mode changes in the machining
process was examined. Figures 12 and 13 present SEM micrographs of micromachined slots for plain epoxy and epoxy/GNP
nanocomposites. It is found that the slot edges of plain epoxy
showed typical brittle fracture and lots of burrs. With the addition
of GNP, the slot edge exhibited the chipping breakage mode.
Hence, the addition of GNP directly changes the slot edge breakage mode. The addition of GNP directly changes the slot edge
breakage mode from burring to chipping. All in all, the slot edge
of epoxy/GNP under mixed-mode conditions during the machining process presents chipping formation, and plain epoxy under
Mode I (tension) presents burr formation.
Figure 14 presents the slot width results against the volume
of workpiece material removed. However, the addition of
GNP nanofillers leads to a slightly decrease in slot width.
There may be two reasons for this. One is that the addition
of GNP nanofiller reduces the friction coefficient during the

Fig. 15 Effect of tool life/material volume removed on slot width when
machining epoxy/GNP 0.3 wt% nanocomposites

machining process. The reduced friction coefficient means
that less friction heat is produced leads to less change in shape
during machining. Another reason is that the addition of GNP
nanofillers can increase the thermal conductivity of the matrix
material [54, 55]. Overall, the addition of GNP can improve
the slot width accuracy. However, the effect of different ratios
of the GNP content on the slot width cannot identify.
In order to provide more details for further industrial application, a set of experiment about the influence of tool types
was designed. Figure 15 shows that only limited variations in
slot width were observed regardless of the tool type and material removed until 650 mm3 volume had been removed.
There is no significant difference in slot width accuracy between different types of tools. Hence, it is concluded that
different tools cannot influence the slot width accuracy.

3.5 Tool wear
Figure 16 shows the effect of GNP content on the tool flank
wear of the uncoated tool. The tool wear was quantified in
terms of the distance between the two red lines, which was
measured using a digital technique. With the addition of GNP,
the tool wear of uncoated tools has a significantly increase.
However, the effect of GNP content on the flank wear cannot
identify. Meanwhile, in order to identify the tool wear mode,
Fig. 17 shows SEM images of flank wear of uncoated tools for
plain epoxy and epoxy/GNP 0.3 wt% nanocomposites.
Uncoated tool suffered a progressive edge rounding, and the
tool edges do not show the corner fracture.
Figure 18 shows that no significant flank wear of DLC and
diamond tools can be observed until removing 650 mm3 volume
of the workpiece material had been removed. DLC and diamondcoated tools experienced almost negligible wear compared with
the uncoated counterpart. These coated tools suffered from chip
adhesion on the flank face and coating delamination due to the
consequence of machining stress. Meanwhile, the surface
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Fig. 17 SEM images of flank
wear of uncoated tools for plain
epoxy and epoxy/GNP 0.3 wt%
nanocomposites

roughness of the machined by the uncoated tool was significantly
influenced by the tool life, as shown in Fig. 19. From this figure,
the surface roughness of nanocomposites machined by the uncoated tool increased linearly with the volume removed. The
DLC tool and diamond tool do not show the breakage. There
is only some coating delamination on these tools.
All in all, this section shows the correlation between the volumes of the workpiece material removed, with flank wear which
was found to be directly related. However, the amount of tool
wear when micromachining epoxy/GNP material is very small
compared with its metallic nanocomposite counterparts [56].

based on the resultant cutting force and surface roughness.
From this work, the following conclusions can be drawn:
&

&

4 Conclusion
The properties of epoxy/GNP nanocomposites were investigated by using a micromachining method. The effects and
mechanisms of tool wear on reinforced materials were studied,
and the cutting forces were analysed. In addition, nanocomposites surfaces were characterised in terms of surface morphology and surface roughness. Additionally, the size effect
was studied, and the minimum cutting thickness was obtained

&

&

Epoxy/GNP nanocomposites present the different crack
trends compared with plain epoxy. There are two reasons
for this. Firstly, the presence of GNP changes the fracture
mode, and secondly the increase in fracture toughness
leads to changes in fracture mode from Mode I to
mixed-mode. Due to the addition of GNP, nanofillers
make the slot width slightly decreased, and GNP can
slightly improve the shape accuracy.
The minimum chip thickness phenomena for epoxy/GNP
occurred at values of FPT between 0.2 and 0.4 μm. In
order to achieve to better surface quality, the FPT should
be over 0.4 μm during the machining process.
The tool wear of GNP/epoxy nanocomposites is very
small compared with metal nanocomposites. When the
tool has been used to cut 650 mm3 epoxy/GNP nanocomposites, the flank wear is 0.076 mm. DLC (diamond-like
carbon) tool and diamond tool exhibit no flank wear after
removing 650 mm3 epoxy/GNP nanocomposites.
The material with the highest cutting force was observed
to be epoxy/GNP composite at 0.1 wt%. This is attributed
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Fig. 18 SEM images of flank wear for three type tools

&
&

to its improved mechanical properties, such as improved
tensile strength and improved Young’s modulus.
For industry application, the uncoated tool is fully qualified for machining the epoxy/GNP nanocomposites.
The addition of GNP directly changes the slot edge breakage
mode. It showed that breakage mode change from burr to
chipping mode. Meanwhile, there is no relationship between
the breakage mode of the slot edge and shape accuracy.

&

With the addition of GNP, the machining precision of the
nanocomposites were not lowered. Moreover, nanocomposites have electrical and thermal conductivity and are of
great help in the future of capacitors and capacitors.
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